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ST-5 Copper Shielding Effectiveness (Butt Joint Seam Taped) Tested per IEEE-299 : 2006

ST-5 Copper Tape, 5mil, Electric Field Shielding Effectiveness

ST-5 Copper Tape, 5mil, Magnetic Field Shielding Effectiveness

Poly. (ST-5 Copper Tape, 5mil, Electric Field Shielding Effectiveness)
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